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Technical Data Sheet

HDPE INCOMPATIBLE

SOLVENTS LIST

Benzene

Diethyl / Ethyl Ether

Methylene Dichloride

Bromine

Dipentene

Monochlorobenzene

Carbon Disulfide

Disopropyl Ketone

Nitric Acid

Carbon Tetrachloride

Ethyl Benzene

Nitrobenzene

Chloraform

Ethyl Chloride

Nitroethane

Chlorine

Ethyl Mercaptan

Nitromethane

Chlornic Solvents

Flurobenzene

Nitropropane

Chloroacetic Acid Fuel Qil Perchloroethylene
Chloroacetone Furfural Sulfuric Acid
Chloronic Acid Hexaldehyde Terpineol

Chlorotoluene Hexane Tetrachloroethane
Chlorsulfonic Acid Kerosene Tetrahydrofuran
Cyclohexane Methyl Acetate Tetralin

Dibutyl Ether

Methyl Chloride

Thionyl Chloride

Dichlorobenzene

Methyl Ethyl Ketone
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